Higher Product Design: Homework 6
Plastic Processes

1.  The product shown below has been blow moulded.
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(a) Describe the process of blow moulding.
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(b) Give two reasons why blow moulding is a suitable process for making

      this product.
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(c) Name a suitable plastic for the product.
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2.  Apart section of a pocket calculator case lid is shown below. The lid clips
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    over the calculator.

The lid has been produced by injection moulding.

(a) Describe briefly the process of injection moulding. Use sketches to illustrate

      your answer.
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(b) Name a suitable plastic for this item.






1

(c) Suggest one reason why the designer has incorporated the line indents 

     over the strengthening ribs.
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3.  A light switch cover, shown below, has been manufactured by compression 

     Moulding.
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(a) Describe, with the aid of sketches, the compression moulding process.
4
(b) State the name of a plastic that could be used to manufacture the cover

      and justify its suitability for this product.
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(c) Describe how this would alter the aesthetics of the cover.
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(d) Explain the effect this choice of material would have on the other design

      factors.
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         Total Marks: 25
